
                             Chromate Replacement in 2K Epoxy Phenolic Etch Wash Primer System
Substrate: Cold Rolled Steel

72 Hours Salt Spray
12 microns- Dry Film Thickness

                            5% 391 JM                                              7% ZnCrO4                                               5% 391 JM
		      0.5% HALOX 550

 MOB30HH391JM&550


